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 ABSTRACT:The study coversthe dynamic impact response of nanocomposite Alumina and 

nanocomposite carbon black particlesCB N220/Epoxy at room temperatures and 150 ℃at five velocities 

(16.58, 18.24, 19.88, 21.54 and 23.2) m/s by using a Hopkinson Split compressive Bar (HSPB).The 

nanocomposites samples with (2wt. % and 4 wt. %) of (Alumina and CB N220) were prepared without 

and with (25%) of unidirectional fiber glass. The results indicated that, maximum stress, strain and 

absorbed energy increased with increasing the strain rate for all types of these samples at room 

temperature. When increase the temperature to 150 ℃ it noted that the all values of stress, strain, strain 

rate and absorbed energy decreased with respect the values at room temperature. The determined 

Johnson-Cook parameters were found as the empirical fitting for data of stress (temperature, strain,  and 

strain rate) with the curves  of stress-strain, that are obtained from the compression tests. 
 

Keywords: Hopkinson, strain rate, nanocomposite, Johnson-Cook. 
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     :ϣЊыϷЮϜ  уϪϓϦ ϣЂϜϼϹЮϜ егЏϧϦϽ  ϝзувнЮцϜ Ϣϸϝв ϝгк ϣϡЪϽгЮϜ ϣтнжϝзЮϜ ϸϜнгЮϜ ев еуКнж пЯК ϣуЮϝЛЮϜ ϤϝКϽЃϠ ϤϝвϹЋЮϜм ϢϼϜϽϳЮϜ
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1. Introduction 

       Nowadays, lengthy techniques designed to study material behavior at high strain 

rate loadings because the properties of several materials are dependent on the strain rate 

subjected on the metal. The Hopkinson Split Pressure Bar (HSPB) system is very 

activated. It is used to apply high rate of strain in different engineering materials under 

tension, compression, and torsion state with rates of strain reach to 104𝑠−1[1]. Ha T.T 

Phan (2012)[1] investigated the dynamic behaviors of Graphene-Poly-urethane  

composite at strain rate from 1500s−1to 5000s−1with (0.25, 0.5, 0.75, 1) %GR 

concentrations. The results showed that a Graphene-Poly-urethane at 0.5% weight 

fraction specimen has maximum peak stress, and the Graphene-Poly-urethane at 0.1% 

weight fraction specimen has highest plateau stress. Prashant Jindal(2013)[2]studied 

Polycarbonate (PC) based composites fabricated with different concentrations with 0.1, 

0.5 and 1% by weight of Multi Walled Carbon Nanotubes (MWCNTs) under varying 

strain rates ranging from 1096/s to 4017/s. It was found that the maximum strain 

produced increased with increased in strain rate.Antonio F. Ávilaet al [3] studied the 

dynamic behavior of two nanocomposites: glassfiber epoxy with nanoclay and glass 

fiber epoxy with nanoflakes graphite. Results showed that the addition nanoclay and 

nanoflakes graphite to fiber glass/epoxy laminates will be increase the impact velocity 

resistance composites and has effect on mechanism of failure. M.K. Habibiet al 

(2012)[4]studied the response of nanocomposites magnesium at rate of strain  10−4s−1 

and 2×103s−1. When the strain rate increases the strength of nanocomposites 

magnesium will be increase in compression and tension. Also, the increases of stress 

compare with static rates resultant in an increase in absorption energy. 

     The aim of this research is to develop of SHBV compression by adding heater in the 

region of the specimen to study thermal effect and test samples made from composite 

material with added nanocomposite materials under high strain rate impact also use 

Johnson-Cook model for verifying the experimental results. 

 
2.Experimantal Work 
 

2.1. Material Properties 

     In present work, nanoparticle Alumina and CB N220 by 2% wt. and 4% wt. without 

and with (25%) unidirectional fiberglass with resin (epoxy) are used to prepared 

samples. Table (1) shows the physical properties of epoxy resin and fiberglass (Euxit 50 

KI).  Table (2) shows list of the physical properties of nanoparticle used in present 

work. 
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Table (1): List of Properties of Epoxy and Fiberglass  

Properties fiberglass [5] resin (epoxy) [6] 

Diameter (mm) 1-2 ----- 

Density (gm/cm3 ) 2.52-2.62                  1.05 

Modulus of Elasticity (GPa) 76 2.8 

Poisson ratio 0.22 ----- 

Mix ratio (by weight)  3:      1 

strength (MPa) 1.4-2.5(typical)/3.5(freshly drown)       45        

 

Table (2): Physical Properties of Nanoparticle used in the Experimental Work 

Properties Alumina [7] CB N220 [6] 

Purity ˃ 99.5  

O.D.(nm) 20-50 24-26 

Density ˃  3.7 355 ±20 

Surface Area) SpecificSSA( - 106-116 

Hardness (GPa) 23  

Compressive Strength (GPa) 3500  

Bending Strength (MPa) 300  

Young Modulus (GPa) 380  

Poisson number 0.22  

Maximal operating temperature (℃) 1950  

Color White Black 

 

2.2. Preparation of Samples 

1- The nanocomposite particles mixed with the resin (epoxy) for 15 minute at 25 

C
o
 slowly and continuously using the mixture (Fig.1A) to prevent bubbling 

yields from the process to reach a uniform state: Intermingling the combination 

by ultrasonic wave route machine (U.S.W.){ model (LUC) (Power Sonic 410) 

(400W ,50Hz  and 220 V)} (Fig.1B) for 50 minutes to prevent  heat produced 

during the process, that is influent  the epoxy's  properties and to scatter the 

nanoparticles. 

2- Glass mold of (15mm diameter and 180mm length) with opened end was used. 

Lubricate the tube walls by oil then the fiber glass with (25% volume fraction) 

are arranged  in the mold in the homogenous form to cover most volume of the 

sample.  

3- Finally, the test samples will be obtained by cutting the samples to 7.5mm length 

according to the slender ratio (Ls/Ds) of 2 [8]. Figure (2) shows the samples 

used in the present work 
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A: Mixture                                                                                                         B: U.S.W. 

Fig (1): Mixing of Nanocomposite 

 

 

 

 

 

 

 

 

 

 

 

 

Figure (2): The samples used in present work. 

 

2.3. The Test Rig  

     The compression SHPB used in this study is shown with details in Fig.(3).It consists 

of two homologous bars located in arrangement with the sample between these bars (see 

Fig.4A).The striker bar is struck by incident bar during the test. The shooter gun is 

rushes the striker bar. The transmitted bar shocked with a big block of soft metal. Two 

gages of strain are fixed on both the transmitted and incident bars. The stress, strain, 

strain rate and absorbed energy are calculated from the output signals. To study the 

temperature effect on the behavior of the composite specimen, the heat is applied on the 

specimen. The oven connects with variac which is used to get the desired temperature. 

 The strain gages are placed on the output and input bars to find [9]: 

1. The incident bar oscillation formed by the projectile. 2. The transmitted bar 

oscillation from the specimen to the output bar. 3. The reflected oscillation bar from 

interface of the input bar and specimen.  
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Figure (4B) shows the instrumentations used and Figure (4C) shows the output signal 

during test.  

 

 

 

Fig (3): Schematic diagram of Hopkinson Split Pressure Bar for Compression Test 

 

 

 

 

 

 

 

 

 

 

 

 

A- Sample between bars                                                                B- Test Rig  

C: Output Signal  

Fig (4): During Test 
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2.4. Quasi-Static Compression 
 

     A compression test is very important to find the mechanical properties of materials at 

strain rates (𝜀° = 10−21/s). The compression tests were done using universal mechanical 

test (TINIUS OISEN H50KT). The shape and dimensions of the compression test 

specimen and the procedure of test have been down according to (ASTM-D695M-89) 

standards [10].  

 
3. Calculation of the Specimen Stress, Strain-Rate, Strain and Absorbed Energy 
 

     The analytical relations to calculate stress, strain and strain rate with time in the 

specimen are [9]:                                                     

Expression for average stress of the specimen is: 

𝜎𝐴𝑉𝐺(𝑡)=
𝐴𝑏

𝐴𝑆
𝜀𝑇(𝑡)𝐸………………………                                                                 . (1) 

 

The specimen strain rate expression is: 

 

𝜀=
−2𝑐

𝐿
𝜀𝑅(𝑡)..……………………...                                                                              (2) 

 

This equation is integrated to find the specimen strain 

 

𝜀𝑠(𝑡)=
−2𝑐

𝐿
∫𝜀𝑅(𝑡) 𝑑𝑡                                                                                                    (3)                                                                     

 

The amount of energy that can be absorbed by the specimen can be calculated using the 

area under the curve of the force verses time multiplied by the impact velocity as in the 

following equation: 

 

𝐸𝑜=∫𝐹𝐴𝑉𝐺∗𝑉𝑑𝑡……………………                                                                   ….. (4) 

 

Therefore; the absorbed energy depends on the specimen stress, impact velocity and 

dimensions of sample (area and thickness).   

                                                                                 

4. Johnson Cook Model 

     Johnson and Cook [11] was introduced the Johnson-Cook model. The determined 

Johnson-Cook parameters were found as the empirical fitting for data of (stress 

temperature, strain,  and strain rate) with the curves  of stress-strain, that are obtained 

from the compression tests. The Johnson – Cook Model is 
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σ = [A+BЄn] [1+ClnЄ∗̊] [1-(T∗)m]                   …………..…………………                …(5) 

 

     The stress was found as a function of strain in the first part of the above expressions 

when T
*
=0 and    Є∗̊= 1.0. The effects of strain rate and temperature are shown in the 

second and third part of the expressions respectively. The stress become near to zero 

when melting temperature = 1.0 for all strain rates and strains. 

   
5.  Results and Discussion 
 

5.1. Stress, Strain and Strain rate 

    Figure (5 A, B, C and D) show the relation between stress and strain with different 

types of samples at room temperature and at T=150 ℃ at impact velocity (16.58 m/s) 

and (23.2 m/s) velocity respectively. For nanocomposite CB N220 and at V=16.58 m/s 

the stress: 311MPa, strain: 14623 𝜇𝑠 strain rate: 722𝑠−1. 

Then the other cases are increasing with respect to these values when increasing 

velocity, add nanoparticle and add fibers for room temperature and T=150 ℃ . 

 

A- 23.2 m/s, RT                                                         B- V=16.58 m/s, RT 

 

C-V= 23.2 m/s, T= 150 ℃                                                                  D- V=16.58 m/s, T=150 ℃ 

Fig (5): Dynamic Stress- Strain curves behavior for nanocomposite CB N220/Epoxy with 

different temperature and different strain rate 
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     Figures (6) give the effect of strain rate on stress and strain for all cases at room 

temperature and at T=150 ℃ with minimum and maximum velocity.V=23.2 m/s, the 

results of maximum values for nanocomposite Alumina for 2% with without fiber. The 

stress is 465MPa, strains is 22719 𝜇𝑠 and strain rate 961𝑠−1. Then the other cases are 

increasing with respect to these values when increasing velocity, add nanoparticle and 

add fibers for room temperature and T=150 ℃ . 

V=23.2 m/s, RT                       

                    B- 16.58 m/s, RT 

        

 C-V= 23.2 m/s, T= 150 ℃                                              D- V=16.58 m/s, T=150 ℃ 

 

Fig. (6): Dynamic Stress-Strain behavior for nanocomposite Alumina/Epoxy with different 

strain rate and different temperature 

4.2.  Absorbed Energy 
 

    The total and absorbed energy for each test is determined and examined in this 

investigation. The absorbed energy is increased with increasing the strain rate which in 

turn is increasing with impact velocity. The result of energy at V=23.2 and for 

2%Alumina without fiber 24.2J at RT. Also, 23.48J for CB N220 at RT. Figures (7,8) 

show the effect of strain rate on absorbed energy at room and at T=150 ℃ for 

nanocomposite Alumina and CB N220 at all cases respectively. 
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A                                                                                B                                                                                                                                   

Fig. (7): Maximum Strain rate effect on Absorbed Energy for all cases for nanocomposite   

Alumina/Epoxy for all cases of samples at (A-RT, B- T=150℃ ) 

A                                                                                               B 

Fig. (8): Effect of Maximum Strain rate on Absorbed Energy for nanocomposite CB N220/Epoxy for all 

cases of samples at: (A- RT, B- T=150 ℃) 

 

4.3. Comparison between Room Temperature and T=150 ℃ 
 

      For samples have 4% nanoparticle with fiber and at V=23.2 m/s, nanocomposite CB 

N220 the percentage dropped in stress, strain and A.E. are 44.7% and strain 18.51%, 

and 44.49%respectively. Also, nanocomposite Alumina inclined in the stress 50%, 

strain 14% and absorbed energy 51.579% because the strength of samples became weak 

and cannot withstand the same force when applied at room temperature, this belong to 

the bounded between atoms and microstructure for samples are very weak [1]. Figures 

(9) give the effect of temperature on materials used in present work.  
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A                                                                                        B 

       

C                                                                                                 D 

Fig. (9): Comparison between RT and T=150 ℃ for nanocomposite 

A- Stress-Strain behavior for CB N220/Epoxy 

B- Variation of Absorbed Energy with Maximum strain rate for CB N220/Epoxy   

C- Stress-Strain behavior for Alumina/Epoxy 

D-Variation of Absorbed Energy with Maximum strain rate for Alumina/Epoxy 
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     Tables (3&4) give all information about incremental percentage for nanocomposite 

CB N220 and Alumina for all cases (incremental percentage for samples with fibers 

w.r.t samples without fibers, incremental percentage w.r.t increase nanoparticle, 

incremental percentage w.r.t change velocity from (16.58~23.2) m/s and decremented 

percentage w.r.t increasing temperature (T=150℃/RT)) at room temperature and T=150 

℃. 

 

Table (3): Incremental Percentageof Mechanical Properties for Nanocomposite CB N220 for with 

different variables (Increasing Velocity, Increasing Temperature, add fibers and Increasing concentration 

of Nano powder) 

 

CB N220 

Nano composite 

with fibers/ without fibers and w.r.t. increase nanoparticle in                

V=23.2 m/s 

 

Mechanical 

Properties (%) 

         RT           T=150 ℃                RT              T=150 ℃  

 4%       2%         4%      2%        w.f.    w.o.f      w.f.      w.o.f  

σ (MPa) 

ε (μs) 

ε°(s−1) 

A.E.(J) 

3.1         9.8       7.5       6.22      18.9    26.7     7.511     7.95         

10.87     10        7.8       26.26     30      29        7.6         37.7 

4.47      39.9     22.18     11        57.4    111      79.2       62.88 

9.1       11.79     30.1     11.78    57      60.9     37.2       17.88  

 

Mechanical 

Properties (%) 

w.r.t change velocity from (16.58~23.2) m/s 

                   RT                                        T=150 ℃ 

 

 2%      2%F     4%     4%F          2%     2%F    4%     4%F  

σ (MPa) 

ε (μs) 

ε°(s−1) 

A.E.(J) 

46.9    36.78    16.5    7.95         44.5    38.9     22.3      18.2 

23       14.47    19       22.7         14.7   16.6      6.6       9.19  

30.7    43.12    94.8    71.4         17.36   57.7   41.9      66.2  

89       91.46    71.96   63          177.5    96.3   47.5       65.5 

 

Mechanical 

Properties (%) 

w.r.t. increasing temperature (T= 150 ℃/RT) 

2%                  2%F                  4%                   4%F        

 

σ (MPa) 

ε (μs) 

ε°(s−1) 

A.E.(J) 

36.76               38.8                 46                      44.7 

27.4                 11                     16.23                18.5 

14                    31.8                 33.65                 22.4 

36.4                  36.4                53.4                   44.5 
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Table (4) Incremental Percentage of Mechanical Properties for Nanocomposite Alumina for with 

different variables (Increasing Velocity, Increasing Temperature, add fibers and Increasing concentration 

of Nano powder) 

Alumina 

Nano composite 

with fibers/ without fibers and w.r.t. increase nanoparticle in                        

V=23.2 m/s 

 

Mechanical 

Properties (%) 

         RT             T=150 ℃                    RT              T=150 ℃  

 4%       2%           4%    2%            w.f.    w.o.f      w.f.      w.o.f  

σ (MPa) 

ε (μs) 

ε°(s−1) 

A.E.(J) 

9.3        5              7.8    16.8           29      24.3       10.8       20 

21         2.3            8.5    3.7           35.6   14.6       25         19.7 

22.7      4.1            4.4    6.5           184    141        122       127 

25.5     11.57         25.6   54.3        75.9    56.6       46          43 

 

Mechanical 

Properties (%) 

w.r.t change velocity from (16.58~23.2) m/s 

                 RT                                    T=150 ℃  

 

 2%       2%F    4%    4%F          2%        2%F       4%        4%F  

σ (MPa) 

ε (μs) 

ε°(s−1) 

A.E.(J) 

49.5     19     27.6     19              19          104       19.1     18.9 

47.9     40.6   32.3    50.1           100         35        43.4     49.7 

30.2     30     65.7   76.3              86.3       84.7      89.7      96 

118      80      97.3   90.7              113        48        51.6      65 

 

Mechanical 

Properties (%) 

  

w.r.t. increasing temperature (T= 150 ℃/RT) 

2%                  2%F                  4%                   4%F        

 

σ (MPa) 

ε (μs) 

ε°(s−1) 

A.E.(J) 

47.5                41.8                   49.3                  50 

8.2                    7                       4.11                 14 

4.6                   2.4                     10.2                 30.86 

47.1                 41.85                51.72                51.58 

 

 

 

4.4. Analytical Assessment of Results 
 

The dynamic compression test results for 4% concentration of nanoparticle with adding 

unidirectional fiber glass tested materials were assessed using Johnson Cook model was 

used to identify the stress-strain behavior theoretically of 4% with fiber Alumina /epoxy 

at strain rate of 2849 1/s. Based on, Johnson Cook model the following equation can be 

obtained for 4% with fiber  : 
 

𝜎  =[125.2+112.2𝜀𝑝
0.427][1+0.24553𝑙𝑛𝜀°∗]                              …………     ……..(6) 

 

The results of experimental coincide well with the constitutive curve. 

      Figure (10) shown stress-strain curves for nanocomposite materials used in present 

work under Quasi – Static compression test and table (5) described the values of 
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constants for J.C.E. Figures (11) show a comparison between experimental results  and 

results using Johnson Cook model for 4% nanocomposite Alumina/ Epoxy with fiber at 

room temperature.  

                                 

 

 

Fig. (10): Stress-Strain curves for 

nanocomposite materials  

used in present work under Quasi- Static Test 

 

A                                                                            B 

Fig (11): Stress –Strain curve Comparison between experimental and theoretical for Alumina in 

maximum velocity at: A - Room Temperature, B- T=150℃ . 

 
Table (5): The Values of Parameter for Johnson- Cook Equation σ = [A+BЄn] [1+ClnЄ∗̊] [1-(T∗)m] 

 

4%+fibers A (MPa)     B  (MPa)      C                n             

m 

Alumina 

CB N220 

125.2          112.2       0.24553      

0.427      0.643  

103              95.5         0.9439        

0.354     1.1377  

                                                        



Journal of Engineering and Sustainable Development, Vol. 20, No.04, July 2016                                               www.jeasd.org (ISSN 2520-0917) 

                                                 

129 
 

 

 

 

 

5. Conclusions 
 

1. The stress, strain, strain rate and absorbed energy are decrease with increase 

temperature for nanocomposite (Alumina and Carbon Black (CB N220)) with and 

without fibers.  

2. The maximum dynamic compressive stress, maximum strain and absorbed energy are 

increases with increases the strain rate. 

3. Addition nanoparticle (Alumina and CB N220) to epoxy and fiber-glass epoxy 

composite is improvement and catalyze the values of stress, strain, strain rate and 

absorbed energy of these samples.  

4. Addition Alumina nanoparticle to composite samples (epoxy and epoxy fiber glass 

composite) is improvement the properties compared with added CB N220. 

5. The epoxy, epoxy fiber glass samples with add 4% nanoparticle (Alumina and CB 

N220) gives stress, strain, strain rate and absorbed energy greater than samples with 

2% nanoparticle. 

6. Fiber-glass samples with 4% nanoparticle at room temperature improvement the 

absorbed energy by: 206% for alumina and 165.78% for CB N220 compared with 

fiber glass samples without nanoparticle. 

7. At temperature (T=150℃ ) also (same paragraph 6) but absorbed energy declined 

with respect room temperature by: 51.579%, 40.8% and 44.49% for alumina, S-glass 

and CB N220 respectively. 

8. Johnson-Cook gives good agreement with experimental work with maximum error by 

15% and 9% at room temperature and T=150℃. 

 
Abbreviations  

 

Є                    the equivalent plastic strain, 

Є˚                    Strain rate, 

Є∗̊=Є˚/Є0
˚    The plastic strain rate dimensionless for Є0

˚= 1.0𝑠−1 

 

𝑇∗                   The homologous temperature= 𝑇 − 𝑇𝑅𝑂𝑂𝑀 / 𝑇𝑀𝐸𝐿𝑇− 𝑇𝑅𝑂𝑂𝑀 

A                     Yield stress 

B and n            Effects of strain hardening 

C                     Strain rate constant 

M                    Thermal softening fraction 

RM                   Room Temperature 
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Ls                     length of sample 

Ds                    diameter of sample 

E                       modulus of elasticity 

𝜎𝐴𝑉𝐸                 Average stress 

𝐴𝑏                    Area of bar 

𝐴𝑠                    Area of sample 

c                      wave velocity 

𝜀𝑅                    Reflected strain 

𝜀𝑇                    Transmitted strain 

𝐸𝑂                   Absorbed energy 

𝐹𝐴𝑉𝐸                Average force 

V                     velocity 

 

Acknowledgement 

     First I'm expressing my deepest thanks for my advisors. They have given me 

throughout my graduate study and thesis work. Their suggestions and constant 

encouragement helped me a lot. 

     I also wish to convey my special thanks to the members of the mechanical 

engineering department for their support through my courses study. 

     I am grateful to my parents and my friends, for the tremendous of inspiration and 

moral support they have given me through my whole life. 

 

6. References 

1. Ha T.T Phan (2012), "High Strain Rate Behavior of Graphene Reinforced 

Polyurethane Composite" Thesis presented to the Faculty of the Graduate School 

University of Missouri-Columbia.                                                                                                                          

2.  Prashant Jinda (2013)," Compressive Strain Behaviour under Different Strain Rates 

in Multi Walled Carbon Nanotubes-Polycarbonate Composites", Jindal, J Material 

Sci. Eng., 2:1, Volume 2. ISSN: 2169-0022.1000119, J Material Sci. Eng. 

3.  Antonio F. Ávila, Marcilio Alves, Ricardo L. Azevedo, (2007)" An Investigation on 

Nanocomposites Behavior under Ballistic Impact", 16th International Conference on 

Composite Materials, Vol. (2), Issue (2) pp. 162-168. 

 4. M.K. Habibi, H. Pouriayevali, A.M.S. Hamouda , M. Gupta, (2009) " Differentiating 

the Mechanical Response of Hybridized Mg nano-composites as a Function of Strain 

Rate", Materials Science and Engineering A 545 (2012) 51–60,  



Journal of Engineering and Sustainable Development, Vol. 20, No.04, July 2016                                               www.jeasd.org (ISSN 2520-0917) 

                                                 

131 
 

5. Michael KinsellaÜ, Dennis Murrayá, David Craneß, John Mancinelliá and Mark 

Kranjc, (2013) "Mechanical Properties of Polymeric Composites Reinforced with 

High Strength Glass Fibers"  Advance in Polymer Science and Technology: An 

International Journal, Vol.(4), Issue (1),pp.1-6. 

6. Amer Hameed Majeed , Mohammed S. Hamza , and Hayder Raheem Kareem, 

(2014)" Effect of Ading Nanocarbon Black on The Mechanical Properties of Epoxy", 

ISSN 1999-8716, Printed in Iraq, Vol. 07, No. 01, pp. 94-108, March, DIYALA 

JOURNAL of Engineering Sciences. 

7.  "Aluminum Oxide, Al2O3 Ceramic Properties Data Sheet", Wikipedia1-908-213-

7070 © 2013 Accuratus. www.taobao.com 

8. Nathan j. Mutter, (2012)" Characterization of Dynamic and Static Mechanical 

Behavior of Polyetherimide", A thesis for the degree of Master of Science in 

Mechanical Engineering in the Department of Materials, and Aerospace Engineering, 

College of Engineering and Computer Science at the University of Central Florida 

Orlando, Florida, Spring Term. 

9. Ruaa Asttaifo Yonnan Al- Kesyonnan, (2015)" The Design, Construction and Testing 

of Unique Operated Hopkinson Split Pressure Bar System ", Material Engineering 

Department/Al Mustansiriyah University , Journal of Engineering and Development, 

Vol. 19, No.1, January, ISSN 1813- 7822 

10. K.T. Ramesh, "High Strain Rate and Impact Experiments", Part D, Springer 

Handbook of Experimental Solid Mechanics (Ed) W.N.Sharpe, jr.2008, 1098p874 

illus., 58illus.in color.ISBN:978-0-387-26883-5, www.springer.com/978-0-378-

26883-5. 

11. Michael Adam Kaiser, (1998) "Advancements in the Split Hopkinson Bar Test" 

Master of Science in Mechanical Engineering May 1, Blacksburg, Virginia. 

12. S.T. Marais, R.B. Tait, T.J. Cloete and G.N. Nurick (2004)," Material testing at 

high strain rate using the split Hopkinson pressure bar" Latin American Journal of 

Solids and Structures, 319–339, www.lajss.org 

 

 

 

http://www.lajss.org/

