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ABSTRACT
Long-wavelength infrared filter operated at various temperature are critical for
imaging applications. In this paper anew type of infrared filter is investigated, this
infrared filter uses a crystalline silicon substrate coated with multi layers of aluminum
oxide (AL2O3) and amorphous silicon (a-Si) to produce the multi layers thin film
infrared filter a-Si/AL2O3 operating in the range (8-14)um. Amorphous silicon is used
in this paper due to its high refractive index, while AL2O3 due to its low refractive index
material. The a-Si/ AL2O3 thin film structure were designed using the Thin Film Design
software (TF Calc 3.5.6 version). The simulated results obtained shows that the
transmittance of the a-Si/ AL2O3 infrared filter with 19 layers is about 90% for (8-12.5)
µm wavelength, while it is about 95% for 47 layers for (8.25-13.25) µm wavelength. The
investigated filter was fabricated using vacuum evaporation process and the results
obtained were comparable with the simulated one. The fabricated a-Si/ AL2O3 filter is
compared with the Ge/ZnS infrared filter and it is found that the results is comparable
but the cost of the fabricated filter is small compared to the Ge/ZnS filter.
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a-Si/Al2O3 ذصًٍى وذصٍُع يششر األشعح ذسد انسًشاء َىع
سعذ غضاي

 خانذ خهٍم يسًذ.د
خايعح انًىصم
كهٍح انهُذسح
قسى انهُذسح انكهشتائٍح

انخالصح
ٌعرثرش يششرر انًىخرح ذسررد انسًرشاء وانرزي ٌعًرم تررذسخاخ زرشاسج يخرهصرح يرٍ انعُاصررش انًهًرح رً انر ثٍ رراخ
 ذرى ررً ارزا ان ثسررا اقررشاذ َرىع خذٌررذ يرٍ يششررر انًىخرح ذسررد انسًرشاء يكرىٌ يررٍ اث رح ساسررٍح يرٍ يررادج.انصرىسٌح
(a-Si) انسٍهكىٌ انًرثهىس ويشسة عهٍها اث اخ عذٌذج يٍ يادج وكسٍذ األنًٍُىو ويادج انسرٍهكىٌ انعشرىائً انرشكٍرة
 ذى اسرخذاو يادج انسٍهكىٌ انعشىائً ً انثسا.(8-14) m ورنك نركىٌٍ يششر انًىخح ذسد انسًشاء ضًٍ انسضيح
 وذًد عًهٍح انرصرًٍى تاسررخذاو، تسثة يعايم اَكساسِ انعانً تًٍُا ذًراص يادج وكسٍذ األنًٍُىو تًعايم اَكساس واائ
82%  اث رح وراخ َصارٌرح ي رذاساا19 ٍ( زٍا ذى انسصىل عهى يششر يكىٌ يTF calc 3.5.6 version) انثشَايح
.(8-13.75) m ً اث ح نه ىل انًىخ47  تاسرخذاو90%  تًٍُا كاَد انُصارٌح تسذود، (8-12.5) m ًنه ىل انًىخ
 كزنك.ذى ذصٍُع انًششر انً رشذ تاسرخذاو خهاص انرثخٍش انصشاغً وكاَد انُرائح قشٌثح خذاً يٍ ًَارج انرًثٍم تانساسىب
ذًد ي اسَح انُرائح يع انًششر انًكىٌ يٍ يادج اندشياٍَىو ويادج كثشٌرٍذ انخاسصٍٍ وكاَد انُرائح ير استح ونكرٍ يرع
.(Ga/ZnS) ٍٍكهصح قهٍهح نهًششر انً رشذ ي اسَح يع انًششر انًصُع يٍ يادج اندشياٍَىو ويادج كثشٌرٍذ انخاسص
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1. Introduction:
Infrared detection is important in a variety of fields, such as military targeting and
tracking, law enforcement, environmental monitoring, and space science. Infrared pass band
filter have been widely investigated during the past twenty years for operation in the midwavelength (3-5) µm and long-wavelength (8-14) µm infrared range. Most of these filters
usually uses Zinc oxide (ZnO), Germanium (Ge) and rarely silicon materials, because of the
large transmittance of ZnO and Ge compared to Si material. Infrared filters could have a
variety of applications and depending on the applications the reflectance and transmittance
ranges of these filters need to be highly accurate [1].
Optical filters can be defined as thickness dependent refractive index systems which
modify the properties of a surface to produce the desired optical characteristics. Since the
filter is intended for use in an integrated system, it is important that the materials used are ICcompatible.
Infrared filters, used to help define the wavelength response of infrared instruments,
should have sharply defined spectral shapes with high in-band transmission (or blocking, in
the case of band blocking devices) and excellent rejection outside the bands of interest [2].
The (a-Si) is a semiconductor material, with optical properties, dopability, mechanical
reliability, good adhesion to various substrates and low-cost technology which made it
attractive for application in light processing systems. At present, the advantages of a-Si films
are mainly used in large-area optoelectronic devices, such as solar cells, image sensors, flat
panel displays, etc [3].
The reflected and refracted wave intensities are also related to the properties of the
incident wave, such as the wave polarization, angle of incidence, and the frequency of the
propagating wave [4]. A sample ray diagram of a plane wave incident on an interface
between two dielectrics is illustrated in Figure (1).

Figure( 1) A sample of reflected and refracted waves.
The angle of the reflected wave is equal to the angle of incidence by Snell’s law of
reflection
θi= θr
This is referred to as secular reflection. The index of refraction of a medium is the
ratio of the phase velocity in free space to the phase velocity in the medium. By Snell’s law
of refraction

61

Mohammad: Design and Fabrication of Thin Film a-Si/Al2O3 Infrared Filter
Where (n1 and n2), are the indices of refraction of media 1 and 2, respectively. The
index of refraction is related to the dielectric constant,
. When n1 < n2 , it follows
that
and also that θi> θt . Thus, it can be said that the ray entering a higher
index medium bends toward the normal.
The reverse is also true, that is, the ray entering a lower index medium bends away
from the normal [4], [5].
The basic type of interference filter consists of a stack of alternate high and low index
materials, each one-quarter wavelength thick. This quarter wave stack will have high
reflectance for a range of wavelengths for which it is designed and the reflectance falls off
sharply outside this range. The reflectance of the stack can be made very high just by
increasing the number of layers and so it forms a basic building block of many kinds of
filters. Optimization approaches towards filter design and the development of highly
powerful design software have led to the development of the so-called “Needle” filters, where
a profile of refractive indices and thickness would look like a line of needles [1].

2. The choice of materials:
The development of infrared filters for wavelengths in the (3 to 40) µm range is
important for many astronomical and atmospheric instruments. Currently available filters are
based on interference in multilayer stacks (so-called multilayer interference filters).
Multilayer interference filters have been shown to have strong drawbacks in the far IR
spectral ranges (10-50μm) for several reasons. The first reason is that there are only a few
materials sufficiently transparent beyond 15μm [6]. The material layer is required mainly for
multilayer system have high transmittance in the infrared region and high reflection in the
visible region [7]. Taking into account that thin films in multilayer interference coatings must
be dense and have low absorption in the wavelength range defined for the intended
application [8].
The arrangement of material on two faces of substrate must be according to the value of
refractive index. First material have higher refractive index than second material as
consequently the light will be suffer many of refraction as Snell’s law to obtain the desired
wavelength as shown in figure (2) and (3).

Figure (2) Reflection, Transmission and layers arrangement
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Figure (3) Arrangement of material on two faces of substrate
When the difference in optical path length between the rays transmitted at successive
reflections is such that the emerging waves are in the same phase, constructive interference
will occur and filter will show the maximum transmittance value.
If this condition does not hold, the interference between successive emerging rays will
be destructive and the transmission will be relatively low [9].

3. Simulation and Results:
The aim of this work is the design of multilayer optical filter in the far infrared (IR)
region (8-14) µm. The first AL2O3 layer will be deposited on the amorphous silicon (a-Si)
substrate layer (300µm), the deposited AL2O3 layer were used with constrain of layer
thickness at least 10nm, a-Si material were used as the second layer with the change of
constrain layer at least 5nm. The third layer is the same as the first one but with different
layer thickness in order to improve the response of the filter. The same thing is done for the
amorphous silicon forth layer and so on.
Case1: Different layers thickness of AL2O3 and amorphous silicon were deposited on the
silicon substrate wafer (300 µm) in order to design the multilayer optical filter with the
requirement.
A. Transmittance value < 5% for wavelengths (1-7.8) µm.
B. Transmittance value > 99% for wavelengths (8-14) µm
C. Transmittance value < 5% for wavelengths (14.1-20) µm
At the beginning, the coating materials were started with a single thin layer, the
needle method was used in (TF Calc) software with constrain thickness of layers at least
10nm, than the thickness of the layer will be chosen by the program in order to get the
optimum results. Figure(4) shows the transmittance of 19 layers infrared filter, it is clear that
the filter has an average transmittance of about 80% for a bandwidth of (8-12.5) µm. The
transmittance is less than 40% for a bandwidth less than 8 µm and more than 14 µm.
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Figure (4) Far region infrared filter )a-Si/ AL2O3( 19 layer
Case2: This coating is the same as case 1, with constrain of layers thickness at least 5nm,
then needle method was used in (TF Calc) software to create a 25 layer to obtain the optimum
result as shown in figure(5). It is obvious that increasing the layers will leads to increasing
the transmittance of the filter, the average transmittance is about 85%.

Figure (5) Far region infrared filter )a-Si/ AL2O3( 25 layer
Case3: This coating is the same as case 1, with constrain of layers thickness at least 10nm
with increasing the number of layers, then needle method was used in TF Calc software to
create a 36 layer to obtain the optimum result as shown in figure(6). The overall
transmittance is about 90% and the bandwidth of the design filter is increased compared to
case 1 and case 2.
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Figure (6) Far region infrared filter )a-Si/ AL2O3( 36 layer
Case4: This coating is the same as case1, but without any constrain of layers thickness, then
needle method was used in TF Calc software to create a 47 layer to obtain the optimum result
as shown in figure(7). The optimum results is obtained by 47 layers and without any
constrain of filter thickness, which has to be decided by the program, the overall
transmittance value is about 90% and more, which seems to be the best obtained results
compared with the last three cases.

Figure (7) Far region infrared filter )a-Si/ AL2O3( 47 layer
Several germanium thin films and Zinc Sulfide (Ge/Zns) were used in one simulated
result at different thickness in order to be compared with the response of a-Si/ AL2O3 as
shown in Figure (8). It is clear that the results obtained from the investigated filter is
comparable to the results obtained from Ge/ZnS filter, while the Ge/ZnS filter is a very
expensive IR filter because of the high costs of Ge and ZnS material compared to the a-Si and
Al2O3 material.
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Figure (8) Far region infrared filter )Ge/ Zns) 25 layer

4. Experimental Work:
The fabricated a-Si/AL2O3 filter samples were prepared by vacuum evaporation
technique using Balzer unit as a coating system. Mon crystalline n-Si wafers with thickness
of 300 m and resistivity of about 4.5 .cm, oriented in (100) plane, were used as substrate
material. However, n-type silicon or p-type silicon can be used. The silicon substrate wafers
were cut into relatively small segments to be used as base substrate material for the fabricated
IR filter. The samples were cleaned with ethyl alcohol to remove organic residues and then
etched in buffered hydrofluoric acid for 2 minute to remove oxide films, then they were
stored and protected from atmospheric contamination in vacuum desiccators.
A thin film (10 nm) of AL2O3 were deposited on the back and front surface of the
silicon substrate wafers, then a Si thin film (as the simulated thickness layers) were also
deposited on the back of the front surface of the first AL2O3 deposited layers. The above
process were repeated 47 times using two evaporation source in order to deposit the a-Si and
AL2O3 material consequently and without breaking the vacuum inside the chamber. Figure 9
shows the structure of the a-Si/AL2O3 filter.
a-Si layer

AL2O3 Layer
a-Si layer

AL2O3 Layer
Si

Substrate
Figure (9): The a-Si/Al2O3 structure
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The overall process were completed using vacuum pressure of about 10 -5 mbar at 25
C ambient temperature.
The fabricated samples were tested using infrared spectrometer in the range (1-20)
m. Figure 10 shows the transmittance spectra of the fabricated a-Si/AL2O3 IR filter using 47
layers, deposited on both side of the silicon substrate as shown in figure (10 ) .
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Figure (10) The Fabricated infrared filter )a-Si/ AL2O3( with 47 layers
It is clear that the fabricated filter has a good transmittance value of about 85% in the
range (8-13.8) m, while the transmittance value is very small below 8 m and above 14 m.
The difference between practical and simulated results can be attributed to the value
of the layer thickness, which cannot be as the simulated one because of practical problem in
fabricating very thin layers, while this layer thickness was increased or decreased exactly by
the program to give the optimum results in simulation.

4. Conclusion:
In conclusion, results were presented for the development of far IR filters for
minimum layer based crystalline silicon technology. Both simulation and practical work
shows that such filters offer multiple superior properties compared to the common
interference filters. The results of amorphous silicon and AL2O3 thin films on the crystalline
silicon substrate indicate that the practicability of the design of thin film optical filter in the
far region by using these materials. The layers thickness constrain, at least 5nm, will be
increase the number of layers (25-layer) compared with (10nm), as a minimum thickness (19layer). The response of 5nm minimum was better than the first case without any constrain of
layer thickness, the results show that more sharp filter can be obtained with transmittance of
about 90% and more using 47 layers filter.
The fabricated a-Si/Al2O3 IR filter with 47 layers shows that the transmittance value
(85%) was comparable to the simulated one, the results obtained show that the a-Si/Al2O3 IR
filter can be used instead of Ge-ZnO IR filter with lower costs and with comparable
characteristics.
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