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ABSTRACT
Some rocks are naturally weak, or it becomes weak due to weathering.
Durability of weak rocks is one of the most important engineering properties to be
evaluated. This study aims to determine the decrease of strength over time due to
weathering processes for some weak rocks selected from four different locations
within Nineveh. Rock samples were prepared for all types of selected rocks
according to American Society for Testing Materials (ASTM) and International
Society for Rock Mechanic (ISRM). Physical and mechanical properties of the
samples were studied (dry density, absorption, Uniaxial compression test, Brazilian
test, Point load test, and Slake–Durability test) in both dry and wet conditions.
Slake - durability test used to determine the decrease in strength and weight loss%
for studying rock samples using distilled water for all selected rock samples.
Baghdad street and Talafare rocks samples were subject to a solution containing
solute hydrochloric acid with 5%, and 10%, concentrations.
Results show that rock samples taken from Hay-AL-Quds and Hay-AL-Arab
can be classified as very weak to weak with low durability, and weak with
medium-high durability for samples selected from Baghdad street and Talafar.
Results also indicate that there is a reduction in strength of treated rocks due to an
increase in the level of weathering of rock. Higher values of reduction pointed out
for samples treated with solute hydrochloric acid compared with the case when
using distilled water with less effect in 5% concentration than that 10%
concentration.
Keywords: Weak rocks, Slake-durability index, Weight loss.

دﯾﻤﻮﻣﺔ ﺑﻌﺾ اﻟﺼﺨﻮر اﻟﻀﻌﯿﻔﺔ اﻟﻤﺨﺘﺎرة ﻣﻦ ﻣﺤﺎﻓﻈﺔ ﻧﯿﻨﻮى
اﻟﺨﻼﺻﺔ
ﯾﻤﻜ""ﻦ أن ﺗﺘﻮاﺟ""ﺪ اﻟﺼ""ﺨﻮر ﻓ""ﻲ اﻟﻄﺒﯿﻌ""ﺔ ﺑﺼ""ﻮرة ﺿ""ﻌﯿﻔﺔ أو أﻧﮭ""ﺎ ﺗﺼ""ﺒﺢ ﺿ""ﻌﯿﻔﺔ ﻧﺘﯿﺠ""ﺔ ﻟﻌﻤﻠﯿ""ﺎت
 ﺗﻌﺘﺒ""ﺮ دﯾﻤﻮﻣ""ﺔ اﻟﺼ""ﺨﻮر اﻟﻀ""ﻌﯿﻔﺔ ﻛﺎﺣ""ﺪى اﻟﺨ""ﻮاص اﻟﮭﻨﺪﺳ""ﯿﺔ اﻷﻛﺜ""ﺮ أھﻤﯿ""ﺔ اﻟﺘ""ﻲ ﺗﺴ""ﺘﻠﺰم.اﻟﺘﺠﻮﯾ""ﺔ
 ﺗﮭﺪف اﻟﺪراﺳﺔ اﻟﺤﺎﻟﯿﺔ إﻟﻰ ﺗﺤﺪﯾﺪ ﻣﻘﺪار اﻟﻨﻘﺼ"ﺎن ﻓ"ﻲ ﻣﻘﺎوﻣ"ﺔ ﻧﻤ"ﺎذج ﻣ"ﻦ ﺻ"ﺨﻮر ﻣﺨﺘ"ﺎرة ﻣ"ﻦ.اﻟﺘﻘﯿﯿﻢ
 ﺗ"ﻢ ﺗﮭﯿﺌ"ﺔ اﻟﻨﻤ"ﺎذج.( ﺣ"ﻲ اﻟﻌﺮﺑ"ﻲ، ﺣ"ﻲ اﻟﻘ"ﺪس، ﺗﻠﻌﻔ"ﺮ،أرﺑﻊ ﻣﻮاﻗﻊ ﻓ"ﻲ ﻣﺤﺎﻓﻈ"ﺔ ﻧﯿﻨ"ﻮى )ﺷ"ﺎرع ﺑﻌ"ﺪاد
 درس اﻟﺨ""""ﻮاص اﻟﻔﯿﺰﯾﺎﺋﯿ""""ﺔ،(ASTM) (ISRM) ﻟﻠﺼ""""ﺨﻮر اﻟﻤﻮاﺻ""""ﻔﺎت اﻟﻌﺎﻟﻤﯿ""""ﺔ ﻟﻠﺼ""""ﺨﻮر
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 ﻓﺤ"ﺺ اﻻﻧﻀ"ﻐﺎط اﺣ"ﺎدي، ﻧﺴ"ﺒﺔ اﻻﻣﺘﺼ"ﺎص،واﻟﻤﯿﻜﺎﻧﯿﻜﯿﺔ ﻟﻨﻤﺎذج اﻟﺼﺨﻮر اﻟﻤﺨﺘﺎرة )اﻟﻜﺜﺎﻓﺔ اﻟﺠﺎﻓ"ﺔ
 ﻓﺤ""ﺺ اﻟﺪﯾﻤﻮﻣ""ﺔ واﻟﺘﺎﻛ""ﻞ( ﻟﻠﺤ""ﺎﻟﺘﯿﻦ اﻟﺠﺎﻓ""ﺔ، ﻓﺤ""ﺺ اﻟﺘﺤﻤﯿ""ﻞ اﻟﻨﻘﻄ""ﻲ، اﻟﻔﺤ""ﺺ اﻟﺒﺮازﯾﻠ""ﻲ،اﻟﻤﺤ""ﻮر
 ﺗﻢ دراﺳﺔ دﯾﻤﻮﻣ"ﺔ ﻧﻤ"ﺎذج اﻟﺼ"ﺨﻮر ﻧﺘﯿﺠ"ﺔ ﺗﻌﺮﯾﻀ"ﮭﺎ ﻟ"ﺪورات ﻣ"ﻦ اﻟﺘﺮطﯿ"ﺐ واﻟﺘﺠﻔﯿ"ﻒ ﻣ"ﻦ.واﻟﺮطﺒﺔ
ﺧ"""ﻼل ﻓﺤ"""ﺺ ﻗﺎﺑﻠﯿ"""ﺔ اﻟﺘﺂﻛ"""ﻞ ﺑﺎﺳ"""ﺘﺨﺪام اﻟﻤ"""ﺎء اﻟﻤﻘﻄ"""ﺮ ﻟﺠﻤﯿ"""ﻊ اﻟﻨﻤ"""ﺎذج وﻛ"""ﺬﻟﻚ ﻣﺤﻠ"""ﻮل ﺣ"""ﺎﻣﺾ
. ﻟﻨﻤﺎذج ﺷﺎرع ﺑﻐﺪاد وﺗﻠﻌﻔﺮ10%  و5% اﻟﮭﺎﯾﺪروﻛﻠﻮرﯾﻚ ﺑﻨﺴﺒﺔ ﺗﺮﻛﯿﺰ
أظﮭﺮت اﻟﻨﺘﺎﺋﺞ ﺑﺄﻧﮫ ﯾﻤﻜﻦ ﺗﺼﻨﯿﻒ ﻧﻤﺎذج اﻟﺼﺨﻮر اﻟﻤﺄﺧﻮذة ﻣﻦ ﻣﻨﻄﻘﺘﻲ ﺣﻲ اﻟﻘﺪس وﺣﻲ اﻟﻌﺮﺑﻲ
 ﻓ"ﻲ ﺣ"ﯿﻦ ﺻ"ﻨﻔﺖ ﻧﻤ"ﺎذج اﻟﺼ"ﺨﻮر اﻟﻤ"ﺄﺧﻮذة ﻣ"ﻦ ﻣﻨﻄﻘﺘ"ﻲ،ﻋﻠﻰ أﻧﮭﺎ ﺻﺨﻮر ﺿﻌﯿﻔﺔ إﻟﻰ ﺿﻌﯿﻔﺔ ﺟ"ﺪا
 ﻛﻤ"ﺎ أظﮭ"ﺮت اﻟﻨﺘ"ﺎﺋﺞ أﯾﻀ"ﺎ أن.ﺗﻠﻌﻔﺮ وﺷﺎرع ﺑﻐﺪاد إﻟﻰ أﻧﮭﺎ ﺻ"ﺨﻮر ذات دﯾﻤﻮﻣ"ﺔ ﻣﺘﻮﺳ"ﻂ إﻟ"ﻰ ﻋﺎﻟﯿ"ﺔ
ھﻨﺎﻟﻚ ﻧﻘﺼﺎن ﻓﻲ ﻣﻘﺪار ﻣﻘﺎوﻣﺔ اﻟﺘﺤﻤﻞ ﻟﻠﺼ"ﺨﻮر ﺑﺎﺳ"ﺘﺨﺪام ﻣﺤﻠ"ﻮل ﺣ"ﺎﻣﺾ اﻟﮭﺎﯾ"ﺪروﻛﻠﻮرﯾﻚ ﺑﻤﻘ"ﺪار
 ﻋﻨ"ﮫ ﻋﻨ"ﺪ5% أﻋﻠﻰ ﻣﻘﺎرﻧﺔ ﺑﺘﺤﻤﻞ ﻧﻔﺲ اﻟﺼﺨﻮر ﺑﺎﺳﺘﺨﺪام اﻟﻤﺎء اﻟﻤﻘﻄ"ﺮ وﺑﻨﺴ"ﺒﺔ اﻗ"ﻞ ﻋﻨ"ﺪ اﻟﺘﺮﻛﯿ"ﺰ
.10%
INTRODUCTION
edimentary rocks are widespread in Iraq, especially in Mosul city. The study
of strength and weight loss of this rock as an indication of weathering
resistance is one of the important objectives of a geotechnical engineer when
dealing with very weak to weak rock.
In the national standards (e. g. DIN 4022 TI, O-Norm B 2203 resp. DINEN
14689-1, ASTM D4644) weak rocks are a part of a group of rocks in contraction to
the soil. The difference in hard rock is their nature to disintegrate within a short
time period (days or several years) when being exposed to water and climatic
changes. This loss of strength is not reversible under normal conditions, in
cohesive soils; it is possible due to changes in water content. Due to their
geotechnical behavior, weak rocks constitute an intermediate stage between
cohesive soils and hard rock; these groups are linked by geological processes as
shown in Figure (1). [1]

S

Figure (1) Position of weak rocks between cohesive soils and hard rocks.
The slake - durability Index is one of the important test, to evaluate the weak
rock. This parameter is used for planning and stability analysis of structures in or
on these rocks. In order to measure this parameter, the slake durability test is
proposed. The slake - durability test is a test that measures the resistance of a rock
sample to weakening resulting from a cycle of drying and wetting. The slake -
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durability test is regarded as a simple test for assessing the influence of weathering
of rock. The test has been standardized by the ISRM. [2]
The slake Durability test was calculated as a percentage ratio of the amount of
selected rock remaining after each cycle to the initial dry sample weight. Many
studies on slaking mechanisms have been done ( Terzaghi and Peck 1967, Taylor
and Spears, 1970, Vallejo et. al. 1993). (2002)[3]. Agustawijaya, D. S., (2004)
modeled the mechanisms in the slake-durability test for weak rocks. The results
show that the slake-durability Index of weak rocks was influenced by degree of
weathering and shape of the sample used [2]. While Fuenkajorn, K. (2011) give an
experimental assessment of long-term durability of some weak rocks to predict the
influence of the weathering process (simulated by wetting and drying and heating
and cooling) on the durability and strength of volcanic, metamorphic and
sedimentary rocks outcropping in eastern Thailand [4]. Moradian, Z. A. et al.
(2010) predict Slake Durability Index of soft sandstone using indirect tests. The
statistical regression modeling technique was used to evaluate the relationship
between the slake - durability Index and other parameters as P-wave velocity,
density, porosity, and uniaxial compressive strength. [5]
In this work, index, mechanical properties, and the decrease of strength and
weight loss over time due to weathering processes are investigated for some weak
rocks selected from different locations within Nineveh. Samples will be subjected
to cycles using of slake-durability approaches, effect of distilled water and a
solution containing solute hydrochloric acid with 10% and 5% concentration will
be studied also.
MATERIALS AND METHODS
Rock samples used in this research were taken from four locations within
Nineveh governorate: Baghdad street, Talafar, Hay-AL-Quds and Hay-AL-Araby
from depth ranges between 2-7 m. All tests were carried out under dry and wet
conditions after drying the samples at temperature 110 oC. Samples were prepared
for testing according to American Society for Testing Materials (ASTM) and
International Society for Rock Mechanic (ISRM):
Physical tests included: dry density and rate of absorption,

%=

(

)=

… (1)

∗

… (2)

Where:
Ws: solid weight of specimen, V: volume of specimen, Abs(%) : absorption,
Wo : weight of dried specimen (gm) at 105 C o after 24 hours, W1 : weight
of dried specimen (gm) in addition to the water absorbed for one week.
while the mechanical tests included:
1. Uniaxial compression test: the samples used in this test were cylindrical and it
prepared by core cylindrical samples of 112 × 55 mm length and diameters to
achieve the ratio (L/D=2). Samples were taken perpendicular to the
stratification of the rock. Test was carried out with a loading rate of 0.75
N/mm2/Sec, so that the failure occurs during (5-10 min). [7]
=
… (3)
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Where:
: Uniaxial compression strength (N/mm2), : Applied load at failure (N),
A: Specimen cross sectional area (mm2).
Brazilian test: the objective of this test is to measure the Uniaxial tensile
strength of rock samples indirectly. In this test samples were prepared by taking a
core direction parallel to the stratification of the rock mass. The dimension of the
samples in diameter 55 mm and thickness 25 mm to achieve the ratio (L/D=0. 5).
The load was applied perpendicular to the sample with a rate of 200 N/Sec. [8]
=

… (4)

Where:
: Tensile strength(N/mm2), : Applied load at failure (N), d: Specimen
diameter (mm), t: Specimen thickness (mm).
2. Point load index test: it is a quick and simple test to conduct where the rock
sample can be cylindrical or even irregular shaped. Here, cylindrical samples
were prepared as same as to Brazilian test but the length of the samples 8.4 cm
to achieve the ratio (L/D=1. 5). [9]
=

… (5)

Where:
: Point load strength index (N/mm2),
Specimen diameter (mm).

: Applied load at failure (N), d:

3. Slake-durability index test: the slake durability test is useful in determining
the disintegration nature of the rocks when it is subjected to drying and
wetting conditions. This test properly defines the weathering behavior of
rocks. A drum of 100 mm in length and 140 mm in diameter is rotated, at 20
rounds per minute. The drum is made of a 2×2 mm mesh. A 10 pieces of about
500 g of rock were used. After rotation for 10 minutes, the percent of rock
retained inside the drum, on a dry weight basis, is reported as the slake
durability index. [10]
% Slake = (Δw/w0) x 100

… (6)

Where:
∆W: Weight loss of specimen (gm), Wo: weight of specimen (gm)
The liquids used in this test were distilled water and the solute
hydrochloric acid with 10%, and 5% concentration, used for several cycles. After
completing the slake-durability testing, the samples were dried out without
washing it in order to keep the salts crystals in rock so as to find out the effect of
this condition on the rock samples. Finally, samples were tested by point load test
to establish the strength index of slaked rocks.
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RESULTS AND DISCUSSION
The results of the dry density and absorption for the selected four rock samples
were presented in Table (1). The dry density values are in the range of (1.882 to
1.905).
Table (1) Dry density and absorption values for the selected
four rock samples.
Rock types
Dry density g/cm3 Std. Dev. Absorption (%)
Baghdad street
1.882
0.19
9.4
Talafar
1.865
0.11
10.7
Hay-AL-Quds
1.904
0.05
13.2
Hay-AL-Araby
1.905
0.16
-

The rate of absorption varied between (9.4 to 13.2%) due to the difference in
the proportion of porosity of the rocks. The result of the Uniaxial compression test
is shown in Table (2). The highest values in both dry and wet cases for the selected
rock samples are from Baghdad street location, while the lowest values obtained of
the selected rock samples taken from Hay-AL-Quds. Also, it should be pointed out
that no samples could be obtained from Hay-AL-Araby due its weakness.

Table (2) Uniaxial compression tests results of dry and wet samples.
Uniaxial Compressive
Strength reduction%
Strength σc N/mm2
Rock Type
due to wetting
Dry
Wet
Baghdad street
13.77
6.20
54.9%
Talafar
11.47
3.81
66.7%
Hay-AL-Quds
9.41
1.44
84.6%
Hay-AL-Araby
The results of the rate of decrease in the strength due to wetting are indicated in
Table (2), the percentage of decrease in uniaxial compressive strength ranges
between (54.9% - 84.6%). The higher reduction was indicated for Hay-AL-Quds
and it is corresponding to the high absorption value of this rock compared with
other samples. The absorption percentage might depend on the rate of porosity, so
it increases with the porosity increase.
Correspondingly, rocks could be classified as weak – very weak depending on
the comparison between the obtained results and that from the classification
suggested by Franklin & Dusseault (1989), and Attewell & Framer (1976)
respectively see Tables (3 and 4). [11] [12]
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Table (3) Classification of rocks according to
Franklin & Dusseault (1989). [11]
Classification
Uniaxial Comp. Strength (σc) N/mm2
Extremely weak
σc ≤ 2
Very weak
2 ≤ σc ≤ 6
Weak
6 ≤ σc ≤ 20
Medium strong
20 ≤ σc ≤ 60
Very strong
60 ≤ σc ≤ 200
Extremely strong
σc > 200
Table (4) Classification of rocks according to Uniaxial compressive
strength, Attewell & Framer (1976) seen in Ref.12.
Strength Range (N/mm2) Strength Classification
10-20
Very weak
20-40
Weak
40-80
Medium strong
80-160
Strong
160-320
Very strong
Similar results for Brazilian and Point load tests can be presented as in Tables
(5, and 6). The highest values for these tests in both dry and wet cases for the
selected rock samples are for samples obtained from Baghdad Street, while the
lower values obtained of the selected rock samples taken from Hay-AL-Quds, in
both wet and dry cases. It could be noted that the rate of decrease of resistance
varied between (69.4% -89.7%) for Brazilian test and (62.5% -91.1%) for Point
load.
Table (5) Test results Brazilian test of dry and wet samples.
Tensile Strength,
Strength
reduction% due to
Rock Type
Brazilian σt N/mm2
wetting
Dry
Wet
Baghdad street
1.70
0.52
69.4%
Talafar
1.35
0.385
71.4%
Hay-AL-Quds
1.17
0.12
89.7%

Table (6) Test results Point load testing of dry and wet samples.
Point load index
Strength
Is N/mm2
reduction% due to
Rock Type
wetting
Dry
Wet
Baghdad street
1.60
0.60
62.5%
Talafar
1.30
0.36
72.3%
Hay-AL-Quds
1.13
0.10
91.1%
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The results of conversion factors (K) are obtained for the selected rock samples
in Table (7 and 8) for Uniaxial compression and Brazilian tests. It can be noticed
that the values of conversion factor in dry condition varied between (8.8 to 8.3) and
for wet condition varied (10.3 to 14.1). Also for Brazilian test the values of
conversion factor in dry condition varied (1.03 to 1.06) and for wet condition
varied (0.86 to 1.2).
Table (7) Conversion Factors obtain from Uniaxial Compression test.
Uniaxial
Conversion
Point load index
Compressive
Factor
Is N/mm2
Rock Type
Strength σc N/mm2
k=σc/ Is
Dry
Wet
Dry
Wet
Dry
Wet
Baghdad
13.77
6.20
1.60
0.60
8.6
10.3
street
Talafar
11.47
3.81
1.30
0.36
8.8
10.5
Hay-AL-Quds
9.41
1.44
1.13
0.10
8.3
14.1

Table (8) Conversion Factors obtain from Brazilian test.
Point
load
Tensile
Strength,
Conversion Factor
index
2
Brazilian σt N/mm
k=σt/ Is
Rock Type
2
Is N/mm
Dry
Wet
Dry
Wet
Dry
Wet
Baghdad street 1.70
0.52
1.60
0.60
1.06
0.86
Talafar
1.35
0.385
1.30
0.36
1.03
1.06
Hay-AL-Quds
1.17
0.12
1.13
0.10
1.04
1.20
Results of slake-durability test are presented in Table (9). In this table, the slake
durability index Id varied from 22.4% to 88.1% after three cycles, showing an
index decrease of 66%. Similar results were also obtained and presented in table
(11) from the test using solute containing hydrochloric acid with 10%, and 5%
concentrations.
Table (9) Slake-Durability index I d testing results of the rock
samples using distilled water.
Slake-Durability index I d
for distilled Water
Rock Type
Cycle1 Cycle2 Cycle3
Baghdad street
96.5% 91.9%
88.1%
Talafar
94.9% 90.3%
85.7%
Hay-AL-Quds
81.4% 48.2%
29.8%
Hay-AL-Araby
85.3% 45.5%
22.4%
It is worth mentioning that the highest index values of slack-durability was
measured in the rock samples taken from Baghdad street and a similar result for
Talafar rock samples, while lower index values were obtained for Hay-AL- Araby.
The decrease in these values seems to be due to an increase in the degree of rock
weathering. Rock Samples can be classified as medium to high durability for
914
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Baghdad street and Talafar samples, and low durability for Hay-AL-Quds and HayAL-Araby samples based on the slaking-durability classifications after two cycles10 minute, Gamble (1981). [13]

Table (10) Classification of rocks based on the staking-durability, Gamble
(1981), seen in Ref.13.
%Retained After one %Retained After Two
Group Name
Cycle-10 Minute
Cycle-10 Minute
(Dry Weight Basis)
(Dry Weight Basis)
Very high durability
Ø 99
Ø 98
High durability
98 – 99
95 – 98
Medium high durability
95 – 98
85 – 95
Medium durability
85 – 95
60 – 85
Low durability
60 – 85
30 – 60
Very low durability
< 60
< 60

Table (11) Slake-Durability index I d results of the rocks using solute
hydrochloric acid with 10%, and 5% concentrations.
Slake-Durability index Id for Solute hydrochloric acid with
5% concentration
Rock Type
Cycle1
Cycle2
Cycle3
Cycle4
Cycle5
Cycle6
Baghdad street
91.4%
87.9%
86.9%
72.3%
68.7%
64.6%
Talafar
89.3%
87.6%
84.9%
70.3%
68.5%
68.2%

Rock Type
Baghdad street
Talafar

Slake-Durability index I d for Solute hydrochloric acid with
10% concentration
Cycle1
Cycle2
Cycle3
Cycle4
Cycle5
Cycle6
86.6%
75.6%
73.8%
43.3%
41.6%
40.3%
77.5%
75.4%
73.6%
39.7%
38.6%
37.8%

X-rays diffraction and pore size distribution assessment were carried out for
both natural and treated rock samples to study the mineralogical and physical
properties of Baghdad street and Talafar samples. Results shown in Figure (2),
indicate that there is a very limited effect on the treated rock samples for both
Baghdad street and Talafar samples compared with natural rock samples.
Pore size distribution test presented in Figure (3), shows that generally, there is
an increase in pore size of samples subjected to hydrochloric acid. Large pores
between (10-100 µm) were reduced, while an increase in the smaller voids between
(0.1-10 µm) was noticed for Talafar samples, While the effect is not clearly
appears for Baghdad street samples except a slight decrease for total pore size.
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(a): Baghdad street sample
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Figure (2) X-rays diffraction results.
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Figure (3) to be continued
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Figure (3) Pore size distribution results.
The rate of weight loss % results plotted in Figures (4, 5, and 6), indicated
that the weight loss increase with the number of slake-durability cycles using
distilled water and also using solute containing hydrochloric acid. From the
figures, it can be noted that the rock samples taken from Hay-AL-Quds and HayAL-Araby are more influenced than the rock samples taken from Baghdad street
and Talafar locations. a higher effect was noted when using a solute containing
hydrochloric acid with 10% if it compared with the same samples treated with
distilled water Baghdad street and Talafar locations.

Cycles No.

0
10- 0

1

2

3

4

weight loss%

20304050607080-

Baghdad street
Talafar
Hay-AL-Quds
Hay-AL-Araby

90-

Figure (4) Relation between weight loss% and cycles No. using distilled water.
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Figure (5) Relation between weight loss% and cycles No. for Talafar.

Figure (6) Relation between weight loss% and cycles No. for Baghdad street.
The point load index has been found for irregular shape samples according to
ASTM 1995 at dry state after a number of cycles of slack-durability to determine
the change in strength and its effect on the rock samples
samples.
The relation between Point Load Index and percent of solute hydrochloric acid
concentrations is shown in Figure
igure (7).
( Results indicated that the strength of rock
samples decreases with increasing the number of slake-durability cycles. The
amount of decrease in the strength for samples taken from Talafar is greater than
Baghdad street samples after three cycles when treated with solute containing
hydrochloric acid.. Maximum reduction is noted for samples treated with10%
with
concentration.
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Figure (7)) Relation between Point Load Index and
hydrochloric acid Concentrations.

CONCLUSIONS
1. Increase the amount of weight loss of rock samples with increasing the
number of slaking-durability
durability cycles.
2. Low resistance of rock to weathering with increasing the number of
slaking-durability cycles using solute containing hydrochloric acid with
10% than using 5% concentrations.
3. Decrease in the point load strength for rock samples generally with
increasing the number of slaking-durability cycles (wetting and drying)
under the solute containing hydrochloric acid with 10% than using 5%
concentrations.
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